
Using a streak-free glass 

cleaner, spray over the  
glass and leave for 1-2 minutes, 

then thoroughly wipe clean 

using a lint-free cloth.

Top Tip

Clean any splashes or 

spills as soon as you 

see them, before they 

have a chance to set.

M A I N T E N A N C E 
A N D U P K E E P

Regular cleaning of glass is important to ensure that there is no discoloration 

and deterioration at the glass surface.  Indeed it may be necessary according 

to the atmospheric conditions prevailing in the area to determine the frequency 

for regular cleaning, particularly where infrequent cleaning could result in 

obstinate dirt having to be removed by methods and labour at greater cost.  

Again the usual effect of dirt on glass is to reduce the light transmittance, 

which was probably one of the reasons for the glass being installed in the first 

place.

 

Nfo glass       Splashbacks

Generally, cleaning of glass as a routine operation is by the use of warm water 

with soap or mild liquid detergent, followed by rinsing with clean water.  

Washleather or cloth is suitable to use for transparent glass but certain types 

of washleather or imitation washleather have been know to cause streaking 

if the glass has not been initially polished with a cloth.  For glass having a t

extured surface into which it may not be possible to clean off with a cloth, a 

stiff plastic or bristle brush is effective.  Obstinate dirt in such cases can 

usually be removed by using either whiting in water or methylated spirits.

If dirt, contamination, staining and the like are not overcome by these normal 

methods, then other means may be adopted but before choosing a particular 

form of treatment it is advisable to determine wherever possible the actual 

cause of the trouble.
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